
INVOICE REMITTANCE COpy

1530 FIRST AVENUE SOUTH. SEATTLE, WASHINGTON 9813j • (206) 622-0680

1989

9

$60.00

Date
Report No.
Order No.

NORTHWEST LABOcllATORIES
of Seattle, Incorporated

Alaskan Copper Works
3200 6th Avenue So.
Seattle. Washington 98134

Attention: Jim Brown

Chemical Analysis:
Acid Tank Sample

Reference:

•

TERMS: Net, 30 days. No statement will be sent unless requested. '
Past due balances are subject to a service charge of 1~% per month, or if less, the,maximum am

SAMPLES DISCARDED WITHIN TWO MONTHS UNLESS OTHERWISE REQUESTED

AKC-0015245



NORTHWEST LABORATORI~
of Seattle, Incorporated

ESTABLISHED 1896

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry

1530 FIRST AVENUE SOUTH • SEATTLE, WASHINGTON 98134 • Telephone: (206) 622·0680

Report To: Alaskan Copper Works

Report On: Acid Tank Sample

SUBMITTED:

Date: February 28, 1989

Lab No.: E 46664

P,O. #M-8938

One (l) Acid T
10 - #2-21-320

ANALYSIS:

Element

Chromium, Cr, %

Nickel, Ni, %

Copper, Cu, ppm

Zi nc, Zn, ppm

Test Result

0.89

1.77

480

16.40

NORTHWEST LABORATORIES

/~Ba£Q=
Director, Analytical Laboratory

wbm

AKC-0015246



SNORT EST LABORATORIES
of Seattle, Incorporated

ESTABLISHED 1896

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry

1530 FIRST AVENUE SOUTH • SEATTLE, WASHINGTON 98134 • Telephone: (206) 622·0680

Report To: Alaskan Copper Works

Report On: Acid Tank Sample

Attention Jim Brown

SUBMITTED:

Date: March 1, 1989.

Lab No.: E 46693

PO # M9003 and 9001-

two acid tank samples for Chromium, Nickel, Zinc and Copper

Sample #1 10 2-24-3200 - M­
Sample #2 10 2-24-3200 - M

ANALYSIS:

Sample (or Element)

Copper, Cu, %

Nickel, Ni, %

Chromium

Zi nc, Zn, ppm

kf

Test Resul t
Sampl e #1
0.05

0.59

0.70

17

0.50

10

NORTHWEST LABORATORIES

AKC-0015247


